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&ree single reinforcement concrete (RC) frames, including 1 reference specimen and 2 specimens strengthened with shear walls,
were fabricated and subjected to low cyclic loadings, in order to evaluate seismic performances of strengthened single frame
structures with exterior cantilevers. &rough comparison and analysis of failure mode, hysteretic behavior, skeleton curve, energy
dissipation, strength, and stiffness degradation of the tested frames, the validity of the shear wall-based reinforcement method for
single frames was verified. Test results indicate that the stiffness and load-bearing capacities of strengthened frames increased
considerably in comparison with the reference frame. A “strong column-weak beam” failure pattern was observed on the
cantilever side, and the failure of the shear wall was always prior to the column, which can increase the structural redundancy and
improve the failure mechanism and seismic performance of an existing single frame.

1. Introduction

School is a densely-populated zone, and meanwhile, stu-
dents generally lack the consciousness of self-preservation
and the ability to escape. Once a school building is damaged
severely or collapsed, it may cause a lot of casualties and
property losses. Meanwhile, the indirect economic loss
caused by structural damage is huge. Due to the importance
and particularity of primary and secondary school buildings,
more and more school buildings need to be retrofitted
through different strengthening techniques. Primary and
secondary school buildings in China are restricted by
ventilation, lighting, and other functional requirements, and
single span multistorey reinforced concrete frame structures
are often adopted. Statistics show that 3 to 4 storey buildings
constitute the majority of single frames with exterior can-
tilevers, and the height of each storey is usually of around

3.6m. &e plane layout of this kind of structure is arranged
in a straight line, containing 3 to 4 education rooms and a
stairwell at one end. &e typical dimension of an education
room is 7.2m × 9m, and the width of the exterior cantilever
mostly is 2.4m [1]. Figure 1 shows the span dimensions and
storey’s number of a typical single frame school building.
&is kind of structure has a relatively lower redundancy,
lateral stiffness, and its energy dissipation, which can lead to
a progressive collapse once a vertical member failed in an
earthquake [2–4].

Currently, many seismic retrofit techniques for existing
RC frame structures have been developed and studied by
researchers around the world. Wang and Sheng [5] analyzed
the effect of the number of shear walls on the seismic
performance of buildings based on an optimization method
and considering shear and torsional deformation of shear
walls. Shen and Meng [6] used the method of continuous
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analysis of structural cooperative work. &e objective
function was the minimum for the structural earthquake
action, the optimization model was established with the
maximum interlayer displacement angle as the constraint
condition, and a reasonable amount of the shear wall with
different fortification intensity, site soil category, and design
grouping was obtained. Xiong et al. [7] conducted the
hysteresis characteristics, energy consumption, and failure
mechanism of the RC frame-shear wall structure through
pseudodynamic tests. Kaltakci et al. [8] proposed the re-
inforcement method of the addition external shear wall of
the structure and carried out the pseudostatic tests on four
frames. &e results showed that the reinforcement method
could effectively enhance the structural strength and stiff-
ness. Maheri and Ghaffarzadeh [9] evaluated the joints
connection strength of the reinforced concrete frame with
addition steel braces, and the mutual influences of the
bearing capacity of the two systems of the strengthening
frame with the addition steel braces and the original frame
were analyzed through the test and numerical simulation.
El-Sokkary and Galal [10] evaluated the seismic performance
of frame structures under frequent, occasional, and rare
earthquakes using incremental dynamic analysis (IDA)
methods and compared the effects of different strengthening
methods on the seismic performance of existing reinforced
concrete frame structures. It is pointed out that appropriate
reinforcement methods should be comprehensively taken
into consideration according to the structural performance,
seismic risk, and requirements. Zhou et al. [11] studied the
seismic performance of the RC frame with buckling-
restrained haunch braces. &e results showed that
buckling-restrained haunch braces could change the force
pattern of the frame structure, so that the plastic hinge was
transferred from the beam end and the column end to the
connection of the haunch brace, which reduced the force of
the beam-column node area and effectively protected the
beam-column node. Wu et al. [12] used the method of
window-wall reinforcement to strengthen the longitudinal
wall of the brick and concrete structure teaching building
and compared the difference of the failure mode, bearing
capacity, ductility, and energy consumption between the
structure after strengthening and the original structure.

Zhang et al. [13] proposed the strengtheningmethod of brick
walls strengthened with embedded bars, studied the seismic
performance of the wall by this method, and gave the cal-
culation formula of the shear bearing capacity of the wall
after strengthening.

However, there are few literatures concerning seismic
performance of primary and secondary school single frame
structures with exterior cantilevers, especially lack of ex-
perimental studies. To improve the stiffness, strength, and
energy dissipation of the abovementioned existing struc-
tures, a novel strengthening strategy was presented in this
paper. Meanwhile, three 1/3-scaled test frames of this type (1
reference specimen without strengthening and 2 specimens
strengthened with shear walls) were fabricated and subjected
to low cyclic loadings, which were used to simulate the
earthquake effects. Based on the seismic test results, the
hysteresis performance, strength and stiffness degradation,
ductility, and energy dissipation capacity of each test frames
were analyzed and discussed, and meanwhile, validity of the
shear wall-strengthening method for improving the failure
mechanism and seismic performance of frames was verified.

2. Experimental Program

2.1. Specimens. In this research, a single span and four
storeys RC frame structures with exterior cantilevers was
taken as the prototype structure, as shown in Figure 1. A
typical substructure with one and a half storeys at the bottom
of this building in the transverse direction was selected as the
research object, and three test frame specimens were
designed and built in a laboratory according to a 1/3 scale.
Specimen S1 was the reference model, while specimen S2
and specimen S3 were strengthened with shear walls inside
or outside the frames, respectively.

&e ratio by weight in which the four ingredients are
mixed (water: cement: sand: aggregate) was 0.53 :1 :1.25 :
2.73. Based on compressive tests of cubic concrete speci-
mens, the concrete strength was determined as 30.1MPa.
&e properties of the reinforcement in the frame are
summarized in Table 1, in which fy and fu are the yield and
ultimate stress, respectively; Es, δ, and εu are the yield, strain
hardening, and ultimate strain, respectively.
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Figure 1: Span dimensions and number of storeys of a typical school building.

2 Advances in Materials Science and Engineering



&e frame column in the model section size was 150mm
× 150mm and 165mm × 165mm, the beam section size was
100mm × 230mm, the floor thickness was 33mm, the width
of each side was 200mm, the cantilever end length was
800mm, and a 50mm diameter circular hole was reserved at
the middle of the column in the 2nd storey. &e dimensions
and reinforcement details are illustrated in Figure 2.

2.2. Test Setup. &e schematic diagram of test arrangement
and test field photographs is illustrated in Figures 3(a) and
3(b), respectively. &e electrohydraulic servoactuator fixed
on the reaction wall and steel tie bars were used to apply
horizontal cyclic loading to the frame at the middle of the
column in the 2nd storey. &e holes on the two columns
were connected by bolts and steel beams to ensure the ef-
fective transmission of the horizontal force and to form a
reverse bending point at the middle of the column in the 2nd
storey. At the beginning of the test, the column was sub-
jected to a predetermined axial load using hydraulic jacks to
keep the axial-compression ratio N/fc′A � 0.35 throughout
the test, where N is the axial applied load on the column, fc′
is the cylinder compressive strength, and A is the cross-
sectional area of the column. &e base beam of the specimen
was bolted to the groove, and two jacks were installed be-
tween the reaction frame and the base beam to prevent the
bottom of the frame from slipping. It should be noted that
the positive and negative orientations of the imposed dis-
placement are the south (S) and north (N) directions, re-
spectively, as shown in Figure 3(b).

A hybrid control loading procedure was adopted in this
test, which refers to controlling by load prior to yielding and
then switching to displacement control [14]. &e yielding
load of each specimen was determined according to the
strain gauges on longitudinal reinforcing bars in the frame;
that is, once the reinforcements yielded the corresponding
load, displacements were considered as the yielding load and
yielding displacement, respectively.Within the displacement
loading control phase, magnitude of the imposed dis-
placement increased in multiples of yielding displacement
Δy, as shown in Figure 4.&e load cycle of each stage was two
times until the bearing capacity of the specimen dropped to
85% of the peak load, and then, the load was stopped. In this
test, measurements include the followings: the development
of cracks and the final failure form of the specimens and
strain measuring points arranged on the beam end and the
column end of the frame node, which used to observe the
steel bar strain at these parts; in the frame plane, a total of
three displacement gauges were arranged on the storey of

one and two and a half height and the foundation beam to
measure the horizontal displacement of the frame and
monitor the possible slippage of the foundation beam; in
addition, two displacement meters are also arranged per-
pendicular to the plane of the frame to monitor the possible
deformation on the out-of-plane of the frame.

3. Experimental Phenomena

3.1. Failure Process of Specimens

3.1.1. Specimen S1. During the loading stage of 30∼40 kN,
the first crack initiated at the beam end of specimen S1. With
the increase of applied load, the number of cracks increased
and gradually developed towards the midspan of the beam.
During the loading phase of 50∼60 kN, cracks on beam
bottom penetrated throughout the beam end, and diagonal
cracks were eventually formed in the joint zone far from the
cantilever side. Within this loading stage, the cracks on the
specimen could be closed after unloading. In the 8∼16mm
loading stage of displacement control, new cracks appeared
at the beam end and in the joint core, and these new cracks
were continuously developed. Horizontal cracks appeared
inside and outside the column foot. When the displacement
increased to 24mm, the number of cracks on the specimen
tended to be stable. Only the initial cracks continued to
widen as the applied load increased, and the concrete at the
core of the upper end of the column far away from the
cantilevered end was slightly crushed. When the displace-
ment reached 32mm, an X-shaped crack with a maximum
width of 3mm propagated throughout the beam end of the
cantilevered side, and the concrete cover was peeled from the
core area of the upper end of the column far from the
cantilevered end. &e number of horizontal cracks of the
inner and outer sides at the lower end of the frame column is
about 4 to 6 on each side, and it is gradually extended
upwards along with the concrete peeling of the column foot.
At the end of the experiment, the cracks stayed at 400mm
from the top surface of the foundation.&e maximum strain
was observed on the longitudinal reinforcements at the beam
end, and it was 2207με. &e failure pattern of specimen S1
can be attributed to plastic hinges formed at beam ends, as
shown in Figure 5(a).

3.1.2. Specimen S2. In the loading stage of 40∼60 kN, the first
crack appeared in specimen S2, and it was located near the
cantilever side beam-wall interface. During the loading
process of 70 kN∼80 kN, the cracks in the beam end in-
creased significantly, the slender cracks appeared on the
bottom of the shear wall at the side of the cantilever, and the
number of the cracks increased continuously. In the
120∼140 kN loading stage, the end of the beam had a forward
and reverse diagonal crack interwoven into a “X” shape,
which could not be completely closed after unloading, and
the width was about 0.5mm at themost width. In the stage of
displacement control, when the displacement was in the
stage of 5.5∼11mm, the reverse diagonal cracks in the beam
ends increased, and the concrete on the outer side of the
column base spalled. When the displacement was increased

Table 1: Summary of the properties of reinforcing bars.

Section
(mm) fy (N/mm2) fu (N/mm2) Es (N/mm2) δ (%) εu

ϕ3.5 332 415 2.10 × 105 24 0.1022
ϕ6 276 389 2.03 × 105 26 0.0916
ϕ10 383 521 1.86 × 105 22 0.1209
ϕ12 395 532 1.91 × 105 22 0.1355
ϕ14 387 529 1.87 × 105 23 0.2084
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to 16.5mm, the “X”-shaped cracks at the end of the beam
penetrated the whole section, the width was up to 2mm, and
the plastic hinge at the end of the beamwas basically formed.
After the displacement reached 22mm, the width of the
main crack at the beam end was about 3mm, the concrete
near it spalled, the new diagonal crack appeared at the
bottom of the shear wall, and horizontal cracks appeared on
the column base on the side of the cantilever. After 27.5mm
loading, the concrete at the inner bottom of the shear wall
collapsed, the bare steel yielded, and the interface between
the wall and column showed obvious slip. �e experiment
was ­nally completed at the loading stage of 33mm. At this
time, the beam end, the bottom of the shear wall, and the
column base spalled seriously. �ere were 3 to 4 horizontal

cracks on each side of the frame column, distributed in the
range of about 350mm from the top surface of the foun-
dation. During the whole test, the maximum recorded strain
was 3190 με, which was measured on the reinforcements at
the bottom of the newly added shear wall. �e ­nal failure
pattern of specimen S2 is shown in Figure 5(b), which could
be mainly ascribed to the shear failure occurred at the
bottom of added shear walls.

3.1.3. Specimen S3. During the loading process of 20∼30 kN,
the ­rst crack appeared in the vertical direction of the beam
end of S3. In the loading stage of 40∼50 kN, the cracks at the
beam end increased continuously, especially at the side of the
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Figure 2: Dimensions and reinforcing details of specimens.
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Figure 3: Experimental setup: (a) schematic diagram of test arrangement; (b) test ­eld photographs. Note: 1, counterforce frame; 2, sliding
vehicle; 3, jack; 4, steel tension rod; 5, angle steel coupling beam; 6, frame specimen; 7, electrohydraulic servoactuator; 8, reaction wall; 9,
anchor bolt; 10, LVDT; 11, strain gauge; 12, load cell.
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beam near the cantilevered end. When loading to 50 kN,
horizontal cracks appeared at the bottom of the shear wall. In
the loading stage of 60∼90 kN, diagonal cracks along the 30°
direction appeared at the bottom of the shear wall. At this
stage, the cracks on the specimen were smaller and could be
closed after unloading. In the 5.5∼11mm displacement
loading stage, the original crack widened and lengthened, and
there were no new cracks. When entering the 12∼16.5mm
loading stage, there were new horizontal cracks in the inner
and outer sides of the frame column, with 45° of diagonal
cracks in the middle of the shear wall and extending to the
column. After the completion of the 22mm displacement
loading, diagonal cracks extending from the corner of the wall
to the inside of the column with a width of 1.5mm were
formed on the shear wall, and the concrete damage at the
corner of the wall was serious. �e displacement increased to
27.5mm, the widest part of the diagonal crack at the corner of
the shear wall reached 2mm, where the concrete cracked
continuously and peeled until the steel was buckled, and
column base and upper concrete cover had the crisp peeling.
When the displacement reached 33mm, the concrete on the
inner of the column base of the shear wall side collapsed, the
specimen was destroyed, and the loading was completed.

Figure 5(c) shows the failure pattern of specimen S3 at the end
of the test, which also could be classi­ed as the shear failure
mode appeared at the bottom of shear wall. Like the
abovementioned specimen S2, the maximum strain (2764 με)
on specimen S3 was also measured on the reinforcements at
the bottom of the shear wall.

3.2. Failure Characteristics. �e failure of specimen S1 can
be mainly attributed to the yielding of the beam near the
cantilevered end side, and the concrete on the top of the
frame column away from the cantilevered side was crushed
and spalled o�. �e concrete cover at the frame column base
was peeled o�, and the longitudinal reinforcement was
buckled.�e cantilevered side showed “strong column-weak
beam”-type failure, i.e., the beam end ­rst formed a plastic
hinge, and then a plastic hinge was formed at the column
base, and on the contrary, the plastic hinge was formed
closer to the upper end of the column, and then a plastic
hinge was formed on the column base.

�e damage of test piece S2 mainly showed the beam end
section between shear walls ­rst yielded, then the main
horizontal load was borne by the shear wall, the concrete was

(a)

(b)

(c)

Figure 5: Photographs and crack patterns of specimens after the test: (a) specimen S1; (b) specimen S2; (c) specimen S3.
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crushed and peeled on the bottom of the shear wall under the
action of the horizontal load, and the longitudinal re-
inforcement was flexed at the end of the wall. &e failure
mechanism showed that the plastic hinge was formed at the
end of the beam firstly, and then the bottom of the shear wall
was destroyed, which ultimately led to a large reduction in
the bearing capacity of the frame and damage.

&e main failure of specimen S3 was manifested with the
cyclic loading of the load, the concrete cover at the bottom of
the shear wall was peeled off, the concrete was crushed, and
the corresponding longitudinal reinforcement of the wall
was buckled. At this time, the tested frame still had a certain
bearing capacity. &e damage of the frame column near the
shear wall side was more serious and finally formed a plastic
hinge, and the column also appeared more severely dam-
aged. In the test, the frame beam and cantilevered side frame
column were damaged slightly, and there was no obvious
plastic hinge at the ends, but the cracks on the cantilevered
side beam end were dense, indicating that the location was
much weaker than the side frame column. Because the shear
wall bore most of the horizontal forces in the early stage of
loading, it was first destroyed during the loading process,
which constituted the first seismic line of the structure, and
then the column base and the column body near the shear
wall side are severely damaged, resulting in the frame
bearing serious decline.

4. Experimental Results and Analysis

4.1. Hysteretic Curves and Skeleton Curves. Figure 6 shows
the force-displacement hysteresis curves of the tested 3
frames, it could be seen that, before cracking, there were only
several microcracks in each frame, each frame was in the
elastic working state, and the relationship between force and
displacement was linear. &e hysteresis curves had the
following characteristics: the area of the hysteresis curve and
structural energy dissipation was quite limited, the stiffness
degradation of the structure was not obvious, as well as the
residual deformations on frames after unloading.

When entering the elastic-plastic stage, the hysteretic
curves of each frame began to change from straight line to
arch and gradually moved towards the displacement axis.
&e area surrounded by hysteresis curves increased grad-
ually, and larger deformation after unloading could not be
recovered. &ere was only a shear wall on the outside of
specimen S3, and there were large differences between the
forward and reverse hysteresis curves, and the tendency of
the curve tending to the displacement axis was more obvious
when loading in the forward direction. &e hysteretic curves
of the three frames were all plump, indicating that each
frame has a high energy dissipation capacity.

In the last few loading cycles, the hysteresis curve of
specimen S1 showed a certain pinch phenomenon, and the
hysteretic curve shape remained basically arched, but the
pinch of specimens S2 and S3 curves was particularly severe,
and the shapes of the curves were inverse S-shaped, which
was related to the larger slip of the longitudinal re-
inforcement on the bottom of the seismic wall. During the
same stage loading process, multiple loading cycles caused

accumulation of damage on the frame, which in turn led to
degradation of frame strength, stiffness, and energy con-
sumption, and these were shown in the hysteresis curves as
the maximum load of the next cycle and the hysteresis loop
area both being lower than the previous one.

From Figure 7, it can be seen that there are 4 charac-
teristic points on the skeleton curves of the 3 frames, and that
was the cracking point, the yield point, the peak point, and
the limit point corresponding to bearing capacity fall to 85%
of peak load. &ere was no forward loading limit point on
the skeleton curves of specimens S2 and S3.&is was because
the forward loading was not performed after the frame was
destroyed due to reverse loading. For specimens S2 and S3
with additional shear walls, the corresponding load values of
each characteristic point were increased compared with
specimen S1, and the increase of specimen S2 was the largest,
indicating that the addition of shear walls on the inside of the
frame could significantly increase the load capacity of the
frame. In the initial stage of loading, the skeleton curve of
specimen S1 was closest to the displacement axis, while
specimens S2 and S3 had larger deflections to the load axis,
which meant that the addition of shear wall would greatly
increase the initial stiffness of the frame. On the skeleton
curves of specimens S2 and S3, there were descending
segments and smooth platform segments after the peak load,
indicating that the shear wall had the effect of increasing the
seismic line of the structure, so that the framework could
maintain a certain bearing capacity after the shear wall was
destroyed.

4.2. Characteristic Load and Deformability. &e character-
istic load of each specimen is shown in Table 2. In this table,
Pcr, Py, Pmax, and Pu represented the cracking load, yield
load, peak load, and ultimate load of the specimen, re-
spectively, and the corresponding displacements were, re-
spectively, Δcr, Δy, Δmax, and Δu.

From Table 2, it could be seen that compared with
specimen S1, the cracking load of S3 was slightly increased,
the S2 increased the most, and the forward and reverse
directions exceeded 30%. &e number of shear walls had a
great influence on the cracking load of the frame. &e
stiffness of frame with an additional shear wall increased
greatly, so its yield load also had a large increase. &e yield
load of specimen S2 increased by 2∼3 times when the
specimen was loaded positively and reversely, while the yield
load of S3 was about 1.8 times than that of specimen S1. For
the peak load of the specimens, specimens S2 and S3 with the
strengthening of the shear wall also increased significantly
compared to specimen S1, of which S2 increased the most,
and its forward and reverse directions increased by ap-
proximately 126% and 141%, respectively. Because specimen
S3 only had shear walls on one side, the increase in peak load
during loading in both directions was significantly different,
with an increase of about 94% in the reverse direction and an
increase of only about 29% in the forward direction. &e
ultimate loads of specimens S2 and S3 were still larger than
that of prototype S1, and the forward and reverse directions
of specimen S2 were increased by about 1 times, while the
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forward and reverse directions of S3 were increased by about
50% and 80%, respectively. Table 1 also gave the ductility
coe�cient of each specimen μ (μ � Δu/Δy). It could be found
that the ductility coe�cients of specimen S1 were, re-
spectively, 3.81 and 3.93 when loaded in forward and reverse
directions, which indicated that the prototype frame has
certain ductility. �e ductility coe�cient of the strength-
ening frames of S2 and S3 was less than that of specimen S1,
and the ductility coe�cient of specimen S2 was the least,
which indicated that the addition seismic wall would reduce
the ductility of the original structure while increasing the
structure bearing capacity, and the ductility decreased with
the increase of the number of seismic walls.

4.3. Sti�nessDegradation. �e overall conversion sti�ness of
the frame was de­ned as Kj � Pj/Δj [16] to characterize the
sti�ness degradation of the frame during loading. Pj and Δj

were the maximum loads and corresponding displacement,
which reached by the jth cycle under cyclic horizontal force.
�e calculated sti�ness of each frame variation with the
displacement is shown in Figure 8.

It could be seen that the sti�ness of each frame was
signi­cantly degraded under cyclic loading and the degra-
dation trend was basically consistent. When the specimen
was cracked, compared to the initial sti�ness, the conversion
sti�ness of specimen S1 decreased by about 20% to 30%,
while specimens S2 and S3 decreased by more than 50%. At
the time of yield, the overall conversion sti�ness of specimen
S1 was about 45% of the initial sti�ness, and the values of
specimens S2 and S3 were about 20%. When the peak load
was reached, the conversion sti�ness of specimen S1 was
reduced to about 25% of the initial sti�ness, while the values
of specimens S2 and S3 were only about 10%. �e sti�ness
degradation of the specimens at each characteristic point
indicated that the sti�ness degradation of each specimen was
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Figure 6: P-Δ hysteretic curves. (a) Specimen S1. (b) Specimen S2. (c) Specimen S3.
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mainly concentrated before yielding, especially when
specimens S2 and S3 cracked, the sti�ness had been greatly
degraded. �e sti�ness degradation of specimens S2 and S3
after the yielding was signi­cantly slowed down. �is was
due to the fact that the shear wall restricted the development
of horizontal cracks on the column and reduced the damage
of the core area of the beam-column node.

4.4. Energy Dissipation Capacity. �e energy consumption
of each frame under di�erent lateral displacement condi-
tions is shown in Figure 9. It could be seen that the energy
consumption of each specimen before cracking was very
little, and it was basically zero. With the increase of loading
and displacement, the energy consumption of the frame
increased continuously, but the energy consumption of each
specimen increased slowly before yielding. When the dis-
placement was 10mm, the energy consumption of each
specimen was about 7%, 19%, and 23% of their maximum
energy consumption.

After entering the elastic-plastic stage, the energy con-
sumption of each specimen increased rapidly. �e corre-
sponding energy consumption of specimens S1, S2, and S3
peak load was 79%, 97%, and 93% of their maximum energy
consumption, which indicated that the energy consumption
of the frame was less before yielding, and the energy con-
sumption in the elastic-plastic stage was increased signi­-
cantly. After the failure of the shear wall, the energy curve of
specimen S2 appeared the smooth stage, then continued to
grow, and its energy consumption was always greater than
that of specimen S1, while the energy consumption of
specimen S3 decreased ­rst, then increased slightly, and the
­nal energy consumption was lower than that of specimen S1.
�is was because the side column of specimen S3 was a�ected
by the shear wall attached to it and became the weakest link
and was the ­rst to damage and leaded to the failure of the
entire structure; however, the damage observed on other parts
of specimen S3 was fairly lighter during the whole testing.�e

test results reported above indicated that the added shear walls
in an existing single frame structure can improve its energy
dissipation capacity, and the frame strengthened with shear
walls inside had the highest increasing extent.

4.5. Restoring Force Model. �e restoring force model
adopted a sti�ness degradation quad-linear restoring force
model as shown in Figure 10. �e restoring force model had
the following characteristics: the forward and reverse skel-
eton curves of the hysteretic curves are simpli­ed as the
quad-linear restoring force model formed by connecting
cracking point, yield point, peak point, and ultimate point.

In this restoring force model, the loading sti�ness cor-
responding to each stage is assumed to be the slope of lines,
where K1, K2, K3, and K4 are the equivalent sti�ness, re-
spectively, corresponds to cracking, yielding, peak, and
ultimate loading stages, and the values of the sti�ness are
determined using the following equations:

Ki �

Pcr

Δcr
, i � 1,

Py −Pcr( )
Δy −Δcr( )

, i � 2,

Pmax −Py( )
Δmax −Δy( )

, i � 3,

Pu −Pmax( )
△u −Δmax( )

, i � 4,




(1)

where Pcr, Py, Pmax, and Pu are the cracking load, yield load,
peak load, and the ultimate load, and Δcr, Δy, Δmax, and Δu
are the displacements corresponding to the abovementioned
applied loads.

Before cracking, sti�ness degradation and residual de-
formation are not considered. After that, the unloading
sti�ness was determined according to the frame unloading
sti�ness degradation formula. �e sti�ness degradation
formula for each specimen was obtained using regression
analysis of the experiment results, as shown in Figure 11.
Logarithmic function was adopted as the ­tting function
here to regress the sti�ness degradation curves, and the
regression analysis results are as follows:

specimen S1:
K � −3.3 ln(|Δ|) + 16.39 positive loading,

K � −3.72 ln(|Δ|) + 17.24 negative loading,
{

specimen S2:
K � −15.18 ln(|Δ|) + 70.81 positive loading,

K � −18.67 ln(|Δ|) + 74.84 negative loading,
{

specimen S3:
K � −13.51 ln(|Δ|) + 56.34 positive loading,

K � −9.281 ln(|Δ|) + 45.94 negative loading.
{

(2)

According to the comparison between the hysteretic
curves of the frames determined by the restoring force model
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Figure 7: Skeleton curves.
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and the measured experiment values, it was shown that the
restoring force model of the frame under low cyclic loading
calculated in this paper agrees well with the experimental
results, as shown in Figures 12–14.

5. Conclusions

�e seismic performance of one comparative frame without
strengthened and two frames strengthened with shear walls
were studied by the low cyclic loading test. �e main
conclusions are as follows:

(1) �e three frames have obvious di�erences in stress
characteristics, failure process, and failure mechanism

Table 2: Test results.

Specimen Pcr Δcr Py Δy Pmax Δmax Pu Δu Pu/Pmax μ

S1 27.84 3.14 52.73 10.03 105.51 32.95 89.68 38.19 0.85 3.81
−28.92 −2.27 −56.53 −8.56 −90.43 −23.93 −76.87 −33.62 0.85 3.93

S2 37.6 0.41 186.64 11.32 238.35 27.32 223.45 30.38 0.94 2.68
−38.12 −0.97 −167.33 −9.72 −218 −21.43 −185.3 −24.45 0.85 2.52

S3 29.47 0.64 93.35 10.37 135.79 32.14 132.43 33.08 0.98 3.19
−29.25 −1.77 −109.91 −8.83 −175.2 −18.00 −148.92 −25.17 0.85 2.85

Note: the cracking load Pcr is corresponding to the applied load that once the ­rst crack was observed on the specimen, and the yield load Py is obtained using
the so-called equivalent energy method [15] based on the skeleton curves shown in Figure 7.
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under low cyclic loading: specimen S1 showed near
cantilever end “strong column-weak beam”-type
failure and far from the cantilever end column hinges
failure; specimen S2 was a “strong column and wall-
weak beam”-type of failure, that was, the beam
member ­rst appeared plastic hinges, then the shear
wall was damaged, and the column hinges appeared at
the bottom of the two sides of the column.�e seismic
wall of specimen S3 was the main lateral force re-
sistant member, and the horizontal force was assumed
by the frame after the failure of the seismic wall.
Finally, the plastic hinge on the frame column con-
nected to the seismic wall led to the failure of the
structure.

(2) �e addition of the shear wall can e�ectively im-
prove the overall sti�ness and bearing capacity of
the structure. �e initial sti�ness of specimens S2
and S3 was 6.7 times and 3.4 times as much as that
of specimen S1, respectively. Compared with
specimen S1, the forward and reverse yield load of
specimen S2 increased by 254% and 196%, re-
spectively, and specimen S3 increased by 77% and
94%, respectively. �e forward and reverse peak
load of specimen S2 increased by 126% and 141%,
respectively, and specimen S3 increased by 29%
and 94%, respectively.

(3) �e ductility coe�cients of strengthened frames
(i.e., specimens S2 and S3) are between 2.52 and 3.19,
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Figure 12: Comparison of the restoring force model and test results of specimen S1: (a) hysteretic curves; (b) backbones.
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which are lower than that of the reference frame S1.
�is indicated that the addition of shear walls would
reduce the ductility of frames, and the ductility
decline was related to the number of added shear
walls. However, the ductility coe�cients of
strengthened frames are still greater than the rec-
ommended target value 2.36 [17].

(4) Before the failure of the shear wall, the energy dis-
sipation capacity of specimens S2 and S3 is greater
than that of specimen S1. In the late stage of loading,
for specimen S3, the damage degree of the columns
connected to the shear walls is far more serious than
that in the other parts of the frame. Specimen S3
failed to fully utilize the potential of energy con-
sumption, and the energy consumption was lower
than that of specimen S1.
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