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Abstract–Transmission electron microscopy was used to examine pyroxene microstructure in the
Northwest Africa (NWA) 856 martian meteorite to construct its cooling and shock histories. All
pyroxenes contain strained coherent pigeonite/augite exsolution lamellae on (001). The average
width and periodicity of lamellae are 80 and 400 nm, respectively, indicating a cooling rate below
0.1 °C/hr for the parent rock. Pigeonite and augite are topotactic, with strained coherent interfaces
parallel to (001). The closure temperature for Ca-Fe, Mg interdiffusion, estimated from the
composition at the augite pigeonite interface, is about 700 °C. Tweed texture in augite reveals that a
spinodal decomposition occurred. Locally, tweed evolved toward secondary pigeonite exsolutions
on (001). Due to the decreasing diffusion rate with decreasing temperature, “M-shaped”
concentration profiles developed in augite lamellae. Pigeonite contains antiphase boundaries
resulting from the C2/c to P21/c space group transition that occurred during cooling. The
reconstructive phase transition from P21/c clinopyroxene to orthopyroxene did not occur. The
deformation (shock) history of the meteorites is revealed by the presence of dislocations and
mechanical twins. Dislocations are found in glide configuration, with the [001](100) glide system
preferentially activated. They exhibit strong interaction with the strained augite/pigeonite interfaces
and did not propagate over large distances. Twins are found to be almost all parallel to (100) and
show moderate interaction with the augite/pigeonite interfaces. These twins are responsible for the
plastic deformation of the pyroxene grains. Comparison with microstructure of shocked
clinopyroxene (experimentally or naturally shocked) suggests that NWA 856 pyroxenes are not
strongly shocked.

INTRODUCTION

The basaltic shergottites are igneous rocks crystallized
from lava. These rocks are predominantly composed of
pyroxenes (augite and pigeonite) and plagioclase (converted
into maskelynite by shock). Crystal shape and size, phase
composition, and chemical zoning of the minerals are the
results of one or several magmatic events. Minerals in martian
meteorites are also found to be severely shocked due to their
ejection from the planet’s surface by large-scale impacts.
Thermal and shock histories are, thus, superimposed in martian
minerals. 

Pyroxene composition and microstructure are useful
indicators of thermal and deformation history in meteorites.

Thermal history can be deciphered from chemical zoning
formed during crystallization of the parent magma (e.g.,
Miyamoto et al. 2001) and also by subsolidus phase
transformations, for instance, the formation and coarsening of
augite and pigeonite intergrowths (e.g., Grove 1982; Müller
1991; Weinbruch et al. 2001) or the degree of cation ordering
(Zema et al. 1997). Pyroxenes are also good records of shock
deformation, which induces such crystal defects as
dislocations, planar features, and mechanical twins (e.g.,
Mori and Takeda 1983; Müller 1993; Leroux 2001). 

This work uses a combination of transmission and
analytical electron microscopy to study pyroxene
microstructure in the NWA 856 martian meteorite to unravel
the thermal and shock histories of its parent rock.
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SAMPLE AND EXPERIMENTAL METHOD

The martian meteorite NWA 856 is a basaltic shergottite
mainly composed of strongly zoned pyroxenes (augite and
pigeonite) and plagioclase converted to maskelynite. Augite
and pigeonite are present as separated grains. Extensive
fractures, shock melt pockets, dense silica glass, and
stishovite are also present (Jambon et al. 2002), indicating
that the meteorite is strongly shocked. A detailed petrological
and chemical study of the meteorite has been published by
Jambon et al. (2002).

Pyroxene grains were selected based on optical
examination of 30 µm-thick sections of the meteorite. Each
sample was glued to a 3 mm-diameter copper aperture TEM
grid and was ion-milled to electron transparency at 5 kV with
an incident beam angle of 15°. The samples were coated with
a thin carbon layer to promote conduction. Microstructure
was investigated with a transmission electron microscope
(TEM) Philips CM30, operating at 300 kV. Some
complementary micrographs were obtained on a Jeol 2000FX
TEM, operated at 200 kV. The defect structure was studied by
conventional bright field and dark field modes, mainly using
two beam diffraction conditions. Selected area electron
diffraction (SAED) was used to investigate the
crystallographic features of the microstructures. Quantitative
chemical analyses were collected using an EDS (energy
dispersive spectroscopy) attachment in the STEM mode
(scanning transmission electron microscopy). X-rays were
detected using a Noran Si detector with an ultrathin window.
Concentrations were obtained using the Vantage software
(version 2.3.2). K-factors were experimentally determined by
the parameterless method (Van Cappellen 1990) using silicate
standards. Thickness determination for the absorption
correction procedure was based on the principle of
electroneutrality (Van Cappellen and Doukhan 1994). When
recording the concentration profiles performed across augite/
pigeonite boundaries, attempts were made to obtain
compositions with minimum overlap effects by orienting the
interfaces parallel to the electron beam.

RESULTS

Augite-Pigeonite Exsolutions

Pyroxenes in NWA 856 consist of augite, En46–26Wo34–

29Fs21–43, and pigeonite, En61–16Wo9–22Fs26–68 (Jambon et al.
2002). They display zoning from Mg-rich cores toward Fe-
rich rims. As expected for eucritic or martian meteorites, both
types of pyroxene grains are, in fact, composed of a sub-µm-
scaled assemblage of augite and pigeonite, which results from
subsolidus exsolution. Thus, the term “augite,” when applied
to macroscopic grains, must be understood as a matrix of
augite containing pigeonite exsolutions. Symmetrically,
“pigeonite” grains are low-Ca CPX pyroxenes containing

augite exsolutions. At the TEM scale, these two-phase
assemblages are clearly seen (Fig. 1a). Spacing between
exsolved lamellae (i.e., the periodicity of the intergrowth) is
variable, ranging from 80 nm to 1 µm (average about 400 nm).
The average width of the exsolved augite or pigeonite lamellae
is about 80 nm. The width and spacing of lamellae are closely
related: the spacing is narrower when the lamellae are thinner.
Lamellae are sometimes discontinuous, but they also can be
interconnected, and some of them terminate as needles. 

Augite and pigeonite are easily distinguished in the TEM
by their SAED patterns. Augite belongs the C2/c space
group, implying that the h + k odd reflections are absent on
SAED patterns. On the contrary, h + k odd reflections are
observed for pigeonite, which has a primitive unit cell and
belongs to the P21/c space group (Fig. 1b). SAED patterns
also confirm the crystallographic relationship between
pigeonite and augite. Their composition plane interface is
close to the (001) lattice plane of both phases. The b* and c*
directions coincide. Small differences of lattice parameters
are also detected; apig <aaug and cpig <caug, but bpig = baug.
Splitting of h00 reflections occurs due to the different
monoclinic angles β, with ∆β ≈ 3° (Fig. 1b). This
crystallographic misorientation is also visible on the direct
images owing to the deflection of the (100) twins across the
augite/pigeonite interfaces (Fig. 1c). Misfit dislocations were
not observed at lamellae boundaries, showing that augite and
pigeonite have a high degree of crystallographic coherence.
However, there are considerable elastic strains at the
interfaces as illustrated by the Bragg contrast across augite/
pigeonite interfaces (Fig. 1d). Strain is due to the elastic
deformation necessary to match the lattices of the two
phases, which continually diverge during cooling. Coherency
strain is also seen in SAED patterns recorded over one or
several lamellae: plane bending results in streaking of the
h00* spots in the c* direction (see insert in Fig. 1b).

Compositions of augite and pigeonite intergrowths have
been measured by TEM-EDS in the STEM mode using beam
diameters of ~5 nm. Bulk compositions are in agreement
with the petrographic study of Jambon et al. (2002).
Composition ranges of the analyzed augite and pigeonite
lamellae are En22–32Wo40–45Fs23–37 and En30–42Wo4–7Fs51–67,
respectively (see Table 1 for representative compositions).
These compositions do not significantly differ whether they
are in augite-rich or in pigeonite-rich coarse-grained
pyroxenes, implying that their relative proportion chiefly
accounts for the bulk compositions of the pyroxene grains.
Augite-pigeonite composition pairs are shown in Fig. 2a in
the pyroxene quadrilateral. Figure 2b represents a simplified
pseudobinary phase diagram corresponding to a vertical
section in the pyroxene quadrilateral of Fig. 2a. In pigeonite-
rich pyroxene grains, no composition gradient was detected.
In contrast, composition profiles recorded in augite-rich
pyroxenes display composition gradients in augite lamellae,
with the highest Ca content near the augite/pigeonite
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Fig. 1. a) TEM micrograph (bright field) of lamellar augite-pigeonite exsolutions on (001). Because of the Bragg condition used to make the
image, augite appears in dark and pigeonite in bright. Note the interconnection of lamellae on the right side of the micrograph; b) selected area
electron diffraction pattern of the above augite/pigeonite association, zone axis [010]. The two phases have a common c* axis. The splitting
of the spots on the h0l rows (a* direction) is due to the difference in the β angles of augite and pigeonite. Here, ∆β is about 3°. For augite, which
belongs to the C2/c space group, h + k odd reflections are absent, while they are present for P21/c pigeonite. Streaking parallel to a* is due to
the high density of narrow (100) twins present in the selected area. Evidence of lattice bending is also visible as streaks connecting the h0l spots
of pigeonite with those of augite (insert in the lower right corner); c) bright-field image taken with g = 002. The zone axis of the micrograph
is close to [010]. (100) twins cross pigeonite lamellae in an augite matrix. Note the orientation change (of about 2°) of the twins inside the
pigeonite lamellae; d) TEM dark field image taken with the 002 diffraction spot. Coherent interfaces between augite and pigeonite cause
periodic strain and plane bending. It is illustrated here by a near sinusoidal Bragg line crossing the (001) pigeonite-augite alternation. The
sinusoid wavelength corresponds to the augite-pigeonite periodicity in the Bragg line direction.

Table 1. Representative analyses of augite and pigeonite lamellae obtained by EDS (data in at%). Quantification includes 
the k-factors and the absorption corrections. Relative errors are about 2% for major elements (1σ). 

Pigeonite Augite

O 60.1 60.0 59.9 59.8 59.9 60.0
Si 20.0 19.8 19.7 19.5 19.8 19.9
Mg 8.0 5.8 7.6 4.4 6.0 6.1
Ca 1.15 1.16 1.21 8.3 8.6 8.4
Fe 10.1 12.6 10.9 7.4 4.5 4.7
Al 0.31 0.25 0.26 0.23 0.61 0.4
Cr 0.08 0.03 0.06 0.04 0.22 0.22
Ti – 0.07 – 0.1 0.12 0.09
Mn 0.28 0.34 0.34 0.21 0.18 0.21
En % 42 30 39 22 31 32
Wo % 6 6 6 41 45 44
Fs % 52 64 55 37 23 24

a b

c d
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interfaces, and decrease from the rim to the middle of the
augite domains (see Fig. 4b in the following section).

Tweed Texture and Secondary Pigeonite Exsolution in
Augite

A fine and diffuse tweed texture was frequently observed
in augite (Fig. 3a). The modulation appears as a fairly

periodic variation of contrast with diffuse boundaries. Its
aspect strongly depends on diffraction conditions and small
differences in sample orientation. Coarseness and sharpness
also depend on the investigated area and may vary
significantly over small distances. The contrast modulation is
oriented close to (001) and (100). Modulated structure is
generally more coarse within extended augite regions and
absent near pigeonite exsolutions. The electron diffraction

Fig. 2. a) Quadrilateral pyroxene composition diagram with solvus isotherms projected onto the quadrilateral at 800, 900, 1000, 1100, and 1200
°C (after Lindsley 1983). The gray lines represent tie-lines joining pairs of exsolved pigeonite and augite compositions, as determined by
analytical TEM; b) simplified phase diagram corresponding to a vertical section at Fe/Mg = 1 in the pyroxene quadrilateral of (a) for low pressure
conditions. The topology is in accordance with pseudobinary diagrams from Muir (1954), Yamakawa (1971), and Putnis (1992). The augite-
pigeonite solvus position is after Lindsley (1983). The metastable solvus curve under about 950 °C is dashed. Temperatures of the C2/c to
P21/c pigeonite phase transition were estimated from data in Prewitt et al. (1971). Solidus and liquidus temperatures, as well as the position
of the eutectic (E) point, are indicative.

a

b
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patterns reveal that tweed areas systematically retain the C2/c
structure, h + k odd reflections being absent (Fig 3b). The
absence of a two-phase microstructure is consistent with an
unachieved spinodal decomposition mechanism, as
previously interpreted (e.g., Buseck et al. 1980). Diffraction
reflections also reveal spot elongations in directions close to
a* and c* (see insert in Fig. 3b). This stretching of the
diffraction spots is due to the elastic deformation between
nano-scaled domains having different compositions (but the
same structure), Ca-rich and Ca-poor domains having
different cell parameters, and different monoclinic β angles.

In some areas, in particular where the augite lamellae are
thick, the tweed microstructure appears to be continuous with
secondary pigeonite exsolution lamellae. Spinodal
decomposition, thus, is interpreted as being the formation
mechanism for these second-stage lamellae. The secondary
pigeonite exsolutions occur only in coarse augite lamellae and
within the central area of these lamellae, while the regions
near augite/pigeonite interfaces are free of them (Fig. 4a). On
the diffraction patterns, splitting of the a* direction (due to the
difference of monoclinic angle β between augite and
pigeonite) and the appearance of h + k odd reflections indicate
that the two distinct C2/c and P21/c phases are present
(Fig. 3c). On Fig. 3d, a SAED pattern recorded on primary
exsolutions is shown for comparison with Fig. 3c. They differ
only by their intensities (related to phase proportions) and the
difference between their monoclinic angles, ∆β, which is
smaller for the secondary pigeonite exsolutions.

Compositional profiles across primary and secondary
pigeonite exsolutions have been recorded. They display a
gradient in augite, the Ca content being higher near the
primary augite/pigeonite interfaces and decreasing from the
edges to the middle of the augite domains, where secondary
pigeonite exsolution are present (Fig. 4b). 

Antiphase Boundaries (APB) in Pigeonite

Pigeonite lamellae contain antiphase boundaries (APB)
(Fig. 5a and 5b). An APB corresponds to an interface (planar
defect) that separates two parts of a crystal by a mistake fault
in the translational symmetry. In the case of pigeonite, the
displacement vector across the APB is 1/2 (a + b) (Morimoto
and Tokonami 1969; Buseck et al. 1980). The antiphase
domains (APD) can be easily imaged using dark field imaging
with h + k odd reflections. Antiphase domains have irregular
morphologies, and their sizes strongly vary from place to
place, from a few nm to 250 nm wide. In some areas, APBs
appear to be preferentially oriented along (100), in particular,
in pigeonite lamellae exsolved from primary augite (such a
situation is visible in Fig. 7c). At the contact with augite
lamellae, antiphase domains are found frequently more
developed, suggesting that the augite/pigeonite interface is a
nucleation site (Fig. 5c). These APDs are formed when
pigeonite undergoes a displacive transformation with
decreasing temperature from C2/c to P21/c structures
(Morimoto and Tokonami 1969; Carpenter 1979; Buseck et

Fig. 3. a) Tweed texture in augite. The tweed contrast is parallel to (100) and (001). The variation of composition generates fluctuations of the
local lattice spacing and orientation, visible here as periodic fluctuations of the diffraction contrast. Horizontal lamellae are pigeonite (P). One
of the two is terminated as a needle. Bright field image, zone axis close to [010]; b) electron diffraction pattern from an area containing tweed
structure, zone axis [010]. Only the h00 diffraction row is shown here. The absence of h + k odd reflections indicates that the tweed structure
contains only C2/c space group pyroxene. Note the elongations along a* and c* (shown at high magnification in the insert), showing that the
(h00) and the (00l) lattice planes are elastically deformed; c) electron diffraction pattern along a* from an area containing secondary pigeonite
exsolution, such as shown in Fig. 4a. By comparison with (b), a set of h + k odd reflections are now present, indicating P21/c pigeonite in
addition of C2/c augite. The ∆β between the a* directions of the two phases is about 2.5°. This relatively low ∆β angle probably indicates that
the two phases are small and can accommodate reciprocally their lattices by elastic strain; d) for comparison with (b–c), the same diffraction
pattern along a* from an area containing primary augite/pigeonite intergrowth is given here. Note that the ∆β is higher (here 3.5°) than for
secondary exsolutions. For this series (b–d) of diffraction patterns, streaking along (100) is due to the presence of (100) twins. 

a
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al. 1980; Tribaudino 2000). Unfortunately, antiphase domains
are not reliable indicators of the cooling rate since their sizes
and morphologies strongly depend on pyroxene composition
(Carpenter 1979; Weinbruch et al. 2001).

Dislocations

Together with mechanical twins, dislocations are good
indicators of shock deformation. Dislocations were not easy
to image because of the presence of a tweed structure in
augite, APBs in pigeonite, and strained pigeonite/augite
interfaces. Their contrast was found to be reduced or
superimposed on the thermal phase transformation
microstructures. Dislocations were almost all found to have
[001] Burgers vectors, suggesting that the glide system
[001](100) was preferentially activated. Numerous
dislocation sources are observed (Fig. 6a). The dislocations
can originate from sources (e.g., Frank-Read) or from crack
tips where the stress concentration is high. The dislocation
density is not very high (average density 1013 to 1014 m−2).
When dislocations cross augite/pigeonite interfaces, they
strongly interact with them. Dislocation lines in augite are
frequently found in contact and parallel to augite/pigeonite
interfaces (Figs. 6b and 6c). Dislocations are pinned by the
lamellae due to elastic interactions (Fig. 6d). Such
configurations show that pigeonite lamellae are obstacles to
dislocation propagation. 

Twins

Pigeonite and augite grains display numerous (100) twins
(Fig. 7a). These twins clearly shear (thus, postdate) the
exsolution lamellae (Fig. 7) and are interpreted as mechanical

twins related to shock. Twin lamellae are evidenced by their
orientation and by the additional reflections that appear on the
diffraction patterns, according to the mirror twin law. Their
density is highly heterogeneous within the examined grains.
Some areas are free from twin lamellae, while in other areas,
the density of twins is rather high (Fig. 7b), with average
spacing between twin lamellae of about 50 nm. When (100)
twins are present in high density, the electron diffraction
patterns exhibit a strong streaking in the a* directions of augite
and pigeonite. The majority of twin lamellae are a few unit-
cells thick, but some can be much thicker, up to 30 nm. Most
of them are continuous across augite/pigeonite interfaces, but
it can be seen that some of them terminate near the contact of
a pigeonite/augite interface. Similar to the behavior of
dislocations, twins can interact strongly with the strain field
that accommodates the pigeonite and augite structures.
Shearing displacement, clearly observed when twins cross
augite/pigeonite lamellae (Fig. 7c), is closely proportional to
the twin thickness. In areas of high twin density, the associated
plastic deformation can reach up to 10%. 

Twinning was also detected oriented parallel to (001)
(Fig. 8a). On electron diffraction patterns, reflections
according to the mirror twin law (001) are present. These
(001) twins are much thicker than the (100) twins (typically
0.3–0.5 µm). We found only a few of them in the pyroxene
grains we studied. As previously reported by Müller (1993) in
the Shergotty meteorite, (001) twins concern only augite and
affect the whole lamellae, i.e., the boundaries of the twins are
also the plane augite/pigeonite interfaces. These twins all
contain a high density of (100) stacking faults, with an
average spacing of 20 nm. It is interesting to note that (001)
twins are not sheared by the (100) twins. In addition, (100)
twins are found to terminate on the (001) twins (Fig. 8a).

Fig. 4. a) Bright field image showing two generations of (001) pigeonite lamellae in augite. The secondary pigeonite exsolutions correspond
to the thin, irregular lamellae located in the middle of the augite band. Note the precipitate-free zone (PFZ) adjacent to the coarse pigeonite
lamellae and the decreasing size of the secondary pigeonite exsolutions (SPE) going toward these coarse pigeonite lamellae; b) composition
profile perpendicular to (001) in an augite-rich grain containing primary and secondary pigeonite exsolutions (similar to [a]). The profile
tendency is underlined by a grey line. The central part of the “M-shaped” profile was supersaturated in Mg and Fe and a second generation of
pigeonite exsolution occurred. On this figure, data are being scattered in the middle of augite lamellae because of the presence of these
secondary pigeonite exsolutions.

a b
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These observations clearly demonstrate that (001) twins are
formed before (100) twinning. 

DISCUSSION

Thermal History 

The complex subsolidus microstructure of pyroxene
minerals is useful to decipher the thermal evolution of their
parent rock. In particular, the microstructure development
strongly depends on the cooling rate. Below, we describe the
thermal evolution of the NWA 856 pyroxenes that we studied
by analytical TEM. 

During crystallization of the parent magma, augite and
pigeonite co-precipitated. Since liquidus temperatures are
higher for Mg-rich pyroxenes, crystallization began with Mg-
rich pyroxenes (typically En45Wo33Fs22 for augite and
En58Wo13Fs29 for pigeonite; Jambon et al. 2002) and evolved
toward Fe-rich compositions (typically En30Wo30Fs40 for

augite and En35Wo15Fs40 for pigeonite; Jambon et al. 2002),
resulting in zoned pyroxenes with Mg-rich cores surrounded
by Fe-rich rims. According to the pyroxene phase diagram
(Lindsley 1983; Sack and Ghiorso 1994), crystallization
started by Mg-rich pyroxene at temperatures between 1200
and 1100 °C. Crystallization was completed about 50 °C
lower by the Fe-rich rims, i.e., at about 1100 °C. The fact that
the Fe-Mg zoning is not obliterated indicates a relatively fast
cooling of the parent magma.

At the time of their formation, high temperature augite
and pigeonite both crystallized in the C2/c space group.
Cooling led to the development of augite/pigeonite
exsolutions on (001) in both augite and pigeonite primary
grains. Exsolutions are formed when augite (or pigeonite)
enters the two phase field augite + pigeonite, after
crystallization. This is the reason that lamellae are usually
found to be more coarse in the cores and finer in the rims of
the grains (e.g., Brearley [1991] for the Zagami shergottite).
Indeed, pyroxene cores are formed at higher temperature than

Fig. 5. TEM dark field images showing antiphase boundaries in pigeonite: a) pigeonite lamellae in an augite-rich grain. Image recorded using
the 002 diffraction spot. The APBs appear as ribbons with more or less contrast depending on their boundary orientation; b) APD in a
pigeonite-rich grain containing augite lamellae. Image recorded using the 302 reflection. Pigeonite is bright and augite lamellae are black since
the 302 reflection (h + k = odd) only arises from pigeonite. This area also contains a high density of (100) twins; c) antiphase domains are often
more coarse near the augite/pigeonite interfaces. Imaged with the refection 302.

a b

c
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high, at least lower that in experimentally shocked diopside at
45 GPa (Leroux et al. 1994) or in diopside from the strongly
shocked L6 Tenham chondrite (Langenhorst et al. 1995). We
observed that the strained interfaces acted as obstacles to the
propagation of the dislocations. Thus, plastic deformation due
to dislocations is probably very low, since dislocations could
not propagate over large distances. 

The deformation of pyroxenes in NWA 856 is mainly due
to (100) twinning. In some areas, the amount of plastic
deformation due to these twins reaches values around 10%.
This twinning is produced by the formation and glide of 1/
2[001] partial dislocations on (100) planes (Kirby and
Christie 1977). This mechanical twinning is well-known to
induce deformation in clinopyroxenes at high strain rates and
moderate temperatures (conditions including shock
deformation). Previously, they have been characterized in
diopside from mildly shocked meteorites (Ashworth 1980,
1985), in experimentally shocked diopside (Hornemann and
Müller 1971; Leroux et al. 1994), in lunar pyroxene samples
(e.g., Nord and McGee 1979), in martian meteorites (Müller
1993; Langenhorst and Poirier 2000), and also in static
laboratory deformation experiments (Kirby and Christie
1977) or in tectonically deformed clinopyroxenes (Skrotzki
1995). The partial dislocations 1/2[001], similar to the perfect
[001] dislocations, were observed to interact with the strain
field that accommodates pigeonite and augite intergrowths.
However, a number of [001] partial dislocations succeeded in
passing the obstacles that are the augite/pigeonite strained
interfaces.

The (001) twinning orientation is frequent in shocked
clinopyroxene from meteorites (Ashworth 1985; Müller
1993; Langenhorst et al. 1995; Leroux 2001), as well as in
experimentally shocked diopside (Hornemann and Müller
1971; Leroux et al. 1994). Twins on (001) also occur in static
deformation at high strain rate and high deviatoric stress
(Kirby and Christie 1977). They are formed by a massive
cooperative movement of atoms (Kirby and Christie 1977). In
general, they are believed (e.g., Leroux 2001) to be the
signature of a strong shock event. Only few (001) twins were
present in the studied pyroxene grains. We believe they are
growth twins. They can result either from twinning in primary
augite in which pigeonite exsolution precipitated or from
twinning during the exsolution of augite lamellae in
pigeonite. Thus, (001) twins would not be related to shock
deformation. As already discussed, augite/pigeonite
interfaces are coherently strained. If a twin lamella is present,
the coherency is lost at twin boundaries. During cooling,
augite and pigeonite cell parameters and β angles
continuously deviate. At twin boundaries, the deviation can
not be accommodated by elastic strain close to the interfaces.
Change of orientation and strain relief are permitted by the
generation of stacking faults on (100) planes in the twinned
augite, with, presumably, 1/2[001] as the displacement vector.
Twin lamellae are thus sheared into small segments delimited

by stacking faults. Such a relaxation process has been
described in a number of exsolved clinopyroxenes (e.g.,
Robinson et al. 1977; Mori and Takeda 1988; Skrotzki et al.
1991; Putnis 1992). 

Since all martian meteorites are found to be strongly
shocked (Stöffler 2000), the NWA 856 meteorite was
expected to defer to the same rule. This is confirmed by the
presence of maskelynite, melt pockets, and stishovite
(Jambon et al. 2002). However, at the TEM scale pyroxenes
do not show evidence of really strong shock metamorphism.
Indeed, mosaicism, amorphous shock lamellae, and
mechanical (001) twinning are absent and microfracturing is
rare, while such defects are found to occur in a number of
strongly shocked clinopyroxenes (Ashworth 1985; Leroux et
al. 1994; Langenhorst et al. 1995; Leroux 2001). Although
several pyroxene grains in several TEM samples have been
investigated, it is possible that the small piece of meteorite we
have studied was less shocked than the rest of the meteorite. It
is also possible that the composite microstructure of martian
pyroxenes (fine-scaled pigeonite/augite alternation) make
these minerals much more resistant to shock deformation
compared to unexsolved clinopyroxenes. Unfortunately, to
our knowledge, no experimental data is available from
exsolved pyroxene behavior under shock. 
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